INTERNAL SUPPORTS FOR
LEGGINGS

Purpose

These internal pads were designed to
provide adequate internal support and to prevent
further folds and creases from occurring. The
leggings are in the Native American collection at
the Nebraska History Museum. The leggings
were stored in inert storage drawers in a mobile
shelving unit and piled atop each other. This
storage system led to bead loss, torn leather, and
creases. Custom supports were created for each
legging and the leggings were stored together on
trays.

Description

The internal supports are made from soft-
structure Tyvek sewn together and filled with
loose polyester batting. The leggings were tied
to padded support trays with cotton twill tape
and stored in standardized acid-free boxes.

Materials, Tools, and Supplies
-Flexible ruler

-Metal straight edge
-Soft-structure Tyvek, cut to size
-100% white cotton thread
-Loose polyester batting

-Cotton twill tape

-Utility knife

Directions

1) Determine the outside dimensions of the
leggings (length, width, height) to determine the
size of the box needed to house the leggings.

2) Determine the inside dimensions at the thigh
and ankle openings of the first legging.

3) Using your measurements, draw the diagram
in Fig. 2 onto the soft-structure Tyvek. Cut out
two pieces of Tyvek using a sharp utility knife.
Change the blade often.

4) Place the two pieces of Tyvek with slick sides
together.

5) Using 100% white cotton thread, sew the
pieces of Tyvek together on three sides. with a
1/41g seam.

6)Turn the pillow inside out.
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